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body slit in the front, vinyl dip coat-
ing, and fitted and adjustable body 
strap. 

(1) Buoyant material. The buoyant 
material of the life preserver shall be a 
molded shape or made from one or two 
sheets of foam finished so as to have di-
mensions after coating in accordance 
with the pattern shown on Dwg. No. 
160.055–1A, Sheet 1, for adult size and 
Sheet 2 for child size. The reinforcing 
fabric shall be cemented on the foam 
buoyant body before coating. 

(2) Coating. After all cutting and 
shaping of the buoyant body and in-
stallation of the reinforcing fabric, the 
entire body of the life preserver shall 
be coated evenly and smoothly to a 
minimum thickness of 0.010″ with a liq-
uid vinyl coating material of the type 
described in § 160.055–3(j). 

(3) Body strap. After the coating on 
the buoyant body of the life preserver 
is fully cured, a nylon webbing body 
strap shall be attached as shown on 
Dwg. No. 160.055–IA. 

(4) Stitching. All stitching shall be a 
short lock stitch, conforming to Stitch 
Type 301 of Federal Standard 751, with 
nylon thread, and there shall be not 
less than 9 nor more than 11 stitches to 
the inch. Bar tacking with nylon 
thread is acceptable as noted on Dwg. 
No. 160–055–IA. 

(c) Construction—standard, cloth cov-
ered life preserver. This device is con-
structed from three sections of uni-
cellular plastic foam contained in a 
cloth envelope and has a neck hole, the 
body slit in the front, and a fitted and 
adjustable body strap. 

(1) Buoyant material. The buoyant 
material of the life preserver shall be 
three sections of foam cut so as to have 
finished dimensions in accordance with 
the patterns shown on Dwg. No. 160.055– 
IB, Sheet 2, for adult size and Sheet 4, 
for child size. One or two layers of 
foam may be used to make up each sec-
tion. 

(2) Envelope. The envelope shall be 
cut to the pattern shown on Dwg. No. 
160.055–IB, Sheet 1, for adult size, and 
Sheet 3, for child size, and joined by 
seams and stitching as shown on the 
drawing. Alternate finished envelopes 
are permitted as noted on Dwg. No. 
160.055–IB. 

(3) Body strap. The body strap may be 
cotton or nylon webbing and shall be 
attached by stitching as shown on the 
Dwg. No. 160.055–IB, Sheet 1, for adult 
size and Sheet 3, for child size. 

(4) Stitching. All stitching shall be a 
short lock stitch conforming to Stitch 
Type 301 of Federal Standard No. 751, 
and there shall be not less than 7 nor 
more than 9 stitches to the inch if cot-
ton thread is used, and not less than 9 
nor more than 11 if nylon thread is 
used. Bar tacking is acceptable as 
noted on Dwg. No. 160.055–IB. 

(d) Workmanship. Life preservers shall 
be of first-class workmanship and shall 
be free from any defects materially af-
fecting their appearance or service- 
ability. 

[CGFR 66–73, 32 FR 5500, Apr. 4, 1967, as 
amended by CGD 72–163R, 38 FR 8121, Mar. 28, 
1973] 

§ 160.055–6 Construction—non-
standard, life preservers. 

(a) General. The construction meth-
ods used for a nonstandard life pre-
server must be equivalent to the re-
quirements in § 160.055–5 for a standard 
life preserver and also meet the re-
quirements in this section. 

(b) Size. Each nonstandard life pre-
server must contain the following vol-
ume of plastic foam buoyant material, 
determined by the displacement meth-
od: 

(1) 700 cubic inches or more for an 
adult size; 

(2) 350 cubic inches or more for a 
child size. 

(c) Arrangement of buoyant materials. 
The buoyant material in nonstandard 
life preservers must: 

(1) Be arranged to hold the wearer in 
an upright or backward position with 
head and face out of water; 

(2) Have no tendency to turn the 
wearer face downward in the water; 
and 

(3) Be arranged so that 68 to 73 per-
cent of the total is located in the front 
of the life preserver. 

(d) Adjustment, fit, and donning. Each 
nonstandard life preserver must be ca-
pable of being: 

(1) Worn reversed; 
(2) Adjusted to fit a range of wearers 

for the type designed; and 
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(3) Donned in a time comparable to 
that of a standard life preserver. 

[CGD 72–163R, 38 FR 8121, Mar. 28, 1973] 

§ 160.055–7 Sampling, tests, and in-
spections. 

(a) Production tests and inspections 
must be conducted by the manufac-
turer of a life preserver and the accept-
ed laboratory inspector in accordance 
with this section and § 160.001–5. 

(b) Buoyancy test. The buoyancy of 
the pad inserts from the life preserver 
shall be determined according to 
§ 160.001–5(f) of this part with each com-
partment of the buoyant pad insert 
covers slit so as not to entrap air. The 
period of submersion must be at least 
48 hours. 

(c) Buoyancy required. The buoyant 
pad inserts from Model 3 adult life pre-
servers shall provide not less than 25 
pounds buoyancy in fresh water, and 
the pads from Model 5 child life pre-
servers shall provide not less than 16.5 
pounds buoyancy. 

[CGD 95–028, 62 FR 51215, Sept. 30, 1997] 

§ 160.055–8 Marking. 

Each life preserver must have the fol-
lowing information clearly marked in 
waterproof lettering: 

(a) In letters three-fourths of an inch 
or more in height; 

(1) Adult (for persons weighing over 
90 pounds); or 

(2) Child (for persons weighing less 
than 90 pounds). 

(b) In letters that can be read at a 
distance of 2 feet: 

Type I or Type V Personal Flotation Device. 
Inspected and tested in accordance with 

U.S. Coast Guard regulations. 
(Name of buoyant material) buoyant mate-

rial provides a minimum buoyant force 
of (22 lb. or 11 lb.). 

Approved for use on all vessels by persons 
weighing (90 lb. or more, or less than 90 
lb.). 

U.S. Coast Guard Approval No. 160.055/(as-
signed manufacturer’s No.)/(Revision 
No.); (Model No.). 

(Name and address of manufacturer or dis-
tributor). 

(Lot No.) 

[CGD 72–163R, 38 FR 8121, Mar. 28, 1973, as 
amended by CGD 75–008, 43 FR 9771, Mar. 9, 
1978; 43 FR 10913, Mar. 11, 1978] 

§ 160.055–9 Procedure for approval— 
standard and nonstandard life pre-
servers. 

(a) General. Manufacturers seeking 
approval of a life preserver design shall 
follow the procedures of subpart 159.005 
of this chapter, as explained in 
§ 160.001–3 of this part. 

(b) Assignment of inspector; standard 
life preservers. Upon receipt of an ap-
proval of a standard life preserver, a 
Coast Guard inspector is assigned to 
the factory to: 

(1) Observe the production facilities 
and manufacturing methods; 

(2) Select from a lot of 10 manufac-
tured life preservers or more, three or 
more of each model for examination; 

(3) Test the selected sample for com-
pliance with the requirements of this 
subpart; and 

(4) Forward to the Commandant a 
copy of his report of the tests and the 
production and manufacturing facili-
ties, a specimen life preserver selected 
from those already manufactured but 
not tested, and one copy of an affidavit 
for each material used in the life pre-
servers. 

(b–1) Approval number—standard life 
preserver. An approval number is as-
signed to the manufacturer by the 
Coast Guard for a standard life pre-
server found to be in compliance with 
the requirements of this subpart. 

(c) Assignment of inspector—non-
standard life preserver. Upon receipt of 
an application from a manufacturer for 
approval of nonstandard life preservers, 
an inspector is assigned to the factory 
to: 

(1) Observe the production facilities 
and manufacturing methods; 

(2) Select three samples of life pre-
servers of each model for which ap-
proval is desired; 

(3) Forward to the Commandant: 
(i) Three samples of each model of 

life preserver; 
(ii) A copy of the inspector’s report of 

tests and the production and manufac-
turing facilities; and 

(iii) Four copies each of fully dimen-
sioned, full-scale drawings showing all 
details of construction of the sample 
life preservers submitted, material affi-
davits, and four copies of a bill of ma-
terials showing all materials used in 
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